K

Ny, .
MA, i &As &
=

202319121786 AN CNAS L0167

Test Report No.. CANEC25025393825 Date: Oct 24, 2025 Page 1 0of 8

Client Name:  3F ELECTRONICS INDUSTRY CORP., LTD.

Client Address: NO.5, ZHENXING ROAD, LIYUHE INDUSTRY PARK, LOUCUN VILLAGE, GONGMING
STREET, GUANGMING NEW DISTRICT,SHENZHEN , GUANGDONG , CHINA

Sample Name: Teflon wire and cable
Model No.: PFA Transparent
Client Ref. Information: Please see attachments

The above sample(s) and information were provided by the client.

SGS Job No.: SZP25-052390
Sample Receiving Date: Oct 16, 2025
Testing Period: Oct 16, 2025 ~ Oct 23, 2025
Test Requested: Select test(s) as requested by the client.
Test Method(s): Please refer to next page(s).
Test Resuli(s): Please refer to next page(s).
Test Requirement Conclusion

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU
- Lead, Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls
(PBB), Polybrominated diphenyl ethers (PBDE), Bis(2-ethylhexyl) phthalate Pass
(DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl
phthalate (DIBP)

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

L

Violet Shi 5[ ==
Approved Signatory

Scan to see the report
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This report is English version of CANEC25025393811.

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed overleaf,
available on request or accessible at https://www.sgs.com/en/Terms-and-Conditions. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects
the Company’s findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company’s sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents, This document cannot be reproduced except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.
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Test Report No.: CANEC25025393825 Date: Oct 24, 2025 Page 2 of 8

Test Result(s):

Test Part Description:

SN ID Sample No. SGS Sample ID Description

SN1 A11 CAN25-0253938-0001.C011 Colorless transparent plastic jacket
Remarks:

(1) 1 mg/kg =1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“= Not Regulated

EU RoHS Directive (EU) 2015/863 amending Annex Il to Directive 2011/65/EU - Lead, Mercury,
Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB), Polybrominated diphenyl ethers
PBDE), Bis(2-ethylhexyl) phthalate (DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP

and Diisobutyl phthalate (DIBP)

Test Method:  With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013, IEC 62321-7-2:2017
and IEC 62321-12:2023, analysis was performed by ICP-OES/AAS, UV-Vis and GC-MS.

Test ltem(s) Limit Unit(s) MDL A11
Lead (Pb) 1000 mg/kg 2 ND
Mercury (Hg) 1000 mg/kg 2 ND
Cadmium (Cd) 100 mg/kg 2 ND
Hexavalent Chromium (Cr(VI)) 1000 mg/kg 8 ND
Polybrominated biphenyls (PBB) 1000 mg/kg - ND
Monobrominated biphenyl (MonoBB) - mg/kg 25 ND
Dibrominated biphenyl (DiBB) - mg/kg 25 ND
Tribrominated biphenyl (TriBB) - mg/kg 25 ND
Tetrabrominated biphenyl (TetraBB) - mg/kg 25 ND
Pentabrominated biphenyl (PentaBB) - mg/kg 25 ND
Hexabrominated biphenyl (HexaBB) - mg/kg 25 ND
Heptabrominated biphenyl (HeptaBB) - mg/kg 25 ND
Octabrominated biphenyl (OctaBB) - mg/kg 25 ND
Nonabrominated biphenyl (NonaBB) - mg/kg 25 ND
Decabrominated biphenyl (DecaBB) - mg/kg 25 ND
Polybrominated diphenyl ethers (PBDE) 1000 mg/kg - ND
?/l\l/?:::é%rgl;ated diphenyl ether ) mg/kg o5 ND
Dibrominated diphenyl ether (DiBDE) - mg/kg 25 ND
Tribrominated diphenyl ether (TriBDE) - mg/kg 25 ND
Tetrabrominated diphenyl ether

(TetraBDE) Preny - mg/kg 25 ND
Pentabrominated diphenyl ether

(PentaBDE) Preny - mg/kg 25 ND
?Heé(f:é%rrél)nated diphenyl ether ) ma/kg o5 ND
Heptabrominated diphenyl ether

(HoptaBDE) Pren - mg/kg 25 ND
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Test Report No.: CANEC25025393825 Date: Oct 24, 2025 Page 3 of 8
Test ltem(s) Limit Unit(s) MDL A11
Octabrominated diphenyl ether
(OctaBDE) - mg/kg 25 ND
Nonabrominated diphenyl ether
(NonaBDE) - mg/kg 25 ND
Decabrominated diphenyl ether
(DecaBDE) - mg/kg 25 ND
Di-2-Ethyl Hexyl Phthalate (DEHP) 1000 mg/kg 50 ND
Butyl benzyl phthalate (BBP) 1000 mg/kg 50 ND
Dibutyl Phthalate (DBP) 1000 mg/kg 50 ND
Diisobutyl Phthalate (DIBP) 1000 mg/kg 50 ND

Notes:

(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.

(2) IEC 62321 series is equivalent to EN 62321 series.

(3) The restriction of DEHP, BBP, DBP and DIBP shall apply to medical devices, including in vitro medical
devices, and monitoring and control instruments, including industrial monitoring and control instruments,

from 22 July 2021.

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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Test Report No.: CANEC25025393825 Date: Oct 24, 2025 Page 4 of 8
ATTACHMENTS

Elements Testing Flow Chart

These samples were dissolved totally by pre-conditioning method according to below flow chart.
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Test Report No.: CANEC25025393825 Date: Oct 24, 2025 Page 5 of 8

ATTACHMENTS
Hexavalent Chromium (Cr(VI)) Testing Flow Chart
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PBB(s)/PBDE(s)/Phthalates Testing Flow Chart

Sample cutting/preparation

v
Sample measurement
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Solvent extraction
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Concentration/Dilution
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Test Report No.: CANEC25025393825 Date: Oct 24, 2025 Page 7 of 8

Attachment:

UL1108. 1419. 1458. 1524, 1559. 1091. 1588. 10156. 10142. 10396. 10485. 1858.

1675, 1694, 1726. 1727. 10326. 10362. 10371. 1750. 1756. 1707. 1708. 1857. 1859.
1860. 1882. 1929. 1930. 1933. 10011. 10110. 10129. 10486. 1757. 1824. 1835. 1960.
5311. 10034. 10051. 10058. 10287. 1589. 1709. 10304. 10409. 10552. 10554. 1636.
1653. 1655. 1656. 1657. 1659. 1817. 1710. 10101. 1199, 1862. 1863. 1864. 1517. 1586.
1609. 1814. 1513. 1523. 1558. 1610. 1643. 1670. 1671. 1827. 1829. 1867. 1868. 1905,
1988. 1989. 1990. 3482. 10371. 1508. 1658. 1354. 1212. 1213. 1286. 1330. 1331. 1332.
1333. 1538. 1716. 1887. 1901. 1914. 10007. 10072. 10111. 10311. 10491. 1371. 1375,
1609. 1394, 1481. 1512. 1516. 1828. 1637. 1721. 1745, 1832. 1875. 1894. 1589. 10503.
1927. 10020, 10064. 10069. 10086. 10088. 10212. 10102. 10393. 10245. 10248. 10298,
10101, 10109. 10125. 10126. 10442. 10447. 10481. 10499. 10507. 10518. 1164. 1180.
1198. 1199. 10212, 10277. 10278. 10279. 10443. 1570. 1577. 1723. 1815. 1659. 1584,
1911, 10132, 10241. 10312, 10518. 1859. 1644. 1815. 1858. 3557. 10464. 10504.
16878/4C. 16878-4E. 16878-6. 16878-5. 16878-11C. 16878-12. 81822/6A. 22759/11F.
22759-1, 22759-2. 22759-3. 22759-7. 22759-8. 22759-9. 22759-11. 22759-12. 22759-16.
22759-18. 22759-19. MIL-W-22759-22. 22759-32. 22759-33. 22759-34. MIL-W-22759-41.
QFR-0815,AF-250. AFP-250. QFR-CFN1. QFR-CFN2. QFR-CFN3. QFR-CKF1. QFR-CKF2.
QFR-CKF3. AF-200. QFR-0921. VDE-R EG.Nr.8191 . FLU7Y. VDE-REG.Nr.8192 .
MIL-W-22759-46. QFR-2412. MIL-W-22759-16. MIL-W-22759-35. MIL-W-16878-4C(NAVY).
VDE-REG.Nr.8193. FLR51Y. FLR5Y. FLR5Y-A. FLR6Y. FLR7Y. QFR-0919. QFR-0921.
QFR-EFK1. QFR-EFK2. QFR-EFK3. QFR-EFN1. QFR-EFN2. QFR-EFN3. QFR-10364.
QFR-11092. QFR-FK1. QFR-FK2. QFR-FK3. QFR-FN1. QFR-FN2. QFR-FN3. QFR-TFNG6.
QFR-TFNK. QFR-CFK1. QFR-CFK2. QFR-CFK3. QFR-EFK1. QFR-EFK2. QFR-EFK3.
QFR-FK1. QFR-FK2. QFR-FK3. QFR-1018. QFR-11092. VDE-R EG.Nr.8194. VDE-REG.Nr.8195,
VDE-REG.Nr.8196. VDE Fluorplastic wires. N6YAF. QB-F. E-200/TX/FEP 150V,300V,600V .
E-200/TN/PFA 150V,300V,600V. E-250/TN/PTFE 150V,300V,600V .

CQC Fluoroplastic wire and Fluorplastic tube
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Test Report
Sample Photo:

No.: CANEC25025393825 Date: Oct 24, 2025 Page 8 of 8
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CAN25-0253938-0001.C011

SGS authenticate the photo on original report only
*** End of Report ***
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